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This application is related to the subjects of EP-A-0 524 624, EP-A-0 512 554 and EP-A-0 628 577, the

disclosures of which are incorporated herein by reference.

This invention relates to organometallic compounds. More specifically, this invention relates to or-

ganometallic compounds containing at least one fluorenyl ligand. In another aspect, this invention relates to

5 polymerization catalyst systems which contain organometallic fluorenyl compounds. In still another aspect,

this invention relates to a method for polymerizing olefins using such organometallic fluorenyl compounds

and to the polymers resulting from such polymerizations.

Background of the Invention

Since the discovery of ferrocene in 1951, a number of metallocenes have been prepared by the

combination of compounds having cyclopentadienyl structure with various transition metals. The term

"cyclopentadienyl structure" as used herein refers to the following structure.

The term "cyclopentadiene-type compounds" as used herein refers to compounds containing the

cyclopentadiene structure. Examples include unsubstituted cyclopentadiene, unsubstituted indene, unsub-

25 stituted fluorene, and substituted varieties of such compounds. Also included is tetrahydro indene. Thus

polycyclic cyclopentadiene compounds are included within the term.

Many of the cyclopentadiene-type metallocenes have been found useful in catalyst systems for the

polymerization of olefins. It has been noted in the art that variations in the chemical structure of such

cyclopentadienyl-type metallocenes can have significant effects upon the suitability of the metallocene as a

30 polymerization catalyst. For example, the size and substitutions on cyclopentadienyl-type ligands has been

found to affect the activity of the catalyst, the stereoselectivity of the catalyst, the stability of the catalyst,

and other properties of the resulting polymer; however, the effects of various substituents is still largely an

empirical matter, that is, experiments must be conducted in order to determine just what affect a particular

variation will have upon a particular type of cyclopentadienyl-type metallocene. Some examples of some

35 cyclopentadienyl-type metallocenes are disclosed in U.S. Patent Nos. 4,530,914; 4,808,561; and 4.892,851,

the disclosures of which are incorporated herein by reference.

While there are references in the prior art which have envisioned metallocenes containing fluorenyl

groups, only a very limited number of fluorenyl-containing metallocenes have actually been prepared prior

to the present invention. The Journal of Organometallic Chemistry, Vol. 113, pages 331-339 (1976), the

40 disclosure of which is incorporated herein by reference, discloses preparing bis-fluorenyl zirconium

dichloride and bis-fluorenyl zirconium dimethyl. U.S. Patent 4,892,851 and the New Journal of Chemistry,

Vol. 14, pages 499-503, dated 1990, the disclosures of which are incorporated herein by reference, each

disclose preparing a metallocene from the ligand 1-<cyclopentadienyl)-1-(fluorenyl)-1 , 1-dimethylmethylene.

The New Journal of Chemistry article also discloses preparing a similar compound in which the cyclopen-

45 tadienyl radical has a methyl substituent in the number 3 position. The term fluorenyl as used herein refers

to 9-fluorenyl unless indicated otherwise.

An object of the present invention is to provide certain new fluorenyl-containing metallocenes. Another

object of the present invention is to provide a method for preparing new fluorenyl-type metallocenes. Still

another object of the present invention is to provide polymerization catalysts employing fluorenyl-type

so metallocenes. Still yet another object of the present invention is to provide processes for the polymerization

of olefins using fluorenyl-type metallocene catalyst systems. Still yet another object of the present invention

is to provide polymers produced using such fluorenyl-containing metallocene catalysts.

Summary of the Invention

In accordance with the present invention, there are provided new metallocenes of the formula R"x<FIRn)-

(CpRm)MeQk wherein Fl is a fluorenyl radical, Cp is a cyclopentadienyl, indenyl, tetrahydro indenyl, or

fluorenyl radical, each R is the same or different and is a halide or an organo radical having 1 to 20 carbon
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atoms, FT is a structural bridge linking (FIRn ) and (CpRm), Me is metal selected from the group consisting

of IVB, VB, and VIB metals of the Periodic Table, each Q is the same or different and is selected from the

group consisting of hydrocarbyl or hydrocarbyloxy radicals having 1 to 20 carbon atoms and halogens, x is

1 or 0, k is a number sufficient to fill out the remaining valences of Me, n is a number in the range of 0 to 7,

5 m is a number in the range of 0 to 7, further characterized by the fact that if (CpRm ) is unsubstituted

fluorenyl and x is 0, then n is 1 to 7, and if (CpRm ) is unsubstituted cyclopentadienyl or 3-methylcyclopen-

tadienyl and R" is 1 ,1-dimethyl-methylene, then n = 1 to 7.

Particularly prefered compounds are those in which Fl is symmetrically substituted, n is 2, Cp is a

cyclopentadienyl or an indenyl radical and m = 0.

70 In accordance with another aspect of the present invention, there is provided a method for forming

fluorenyl-containing metallocenes comprising reacting an alkali metal salt of the selected fluorenyl com-

pound with a transition metal compound of the formula MeQk in the presence of a non-halogenated solvent

for the fluorenyl salt which solvent is non-coordinating with respect to the transition metal compound.

In accordance with still another aspect of the present invention, there is provided a process for the

is polymerization of olefins comprising contacting said olefins under suitable reaction conditions with a catalyst

system comprising a fluorenyl-containing metallocene as described above in combination with a suitable

organoaluminum co-catalyst.

Still further in accordance with the present invention there is provided the polymer products resulting

from such polymerizations.

20

Detailed Description of the Invention

The novel metallocenes provided in accordance with the present invention fall into two broad general

categories. One category involves metallocenes in which a fluorenyl radical, either substituted or unsub-

25 stituted, is bonded to another cyclopentadienyl-type radical by a bridging structure R'\ These metallocenes

are referred to herein as bridged metallocenes. The other category deals with metallocenes which are

unbridged, that is thejluorenyl radical ligand and the other cyclopentadienyl-type ligands are bound to the

metal but not to each other. These metallocenes are referred to as unbridged metallocenes. Methods for

preparing fluorenyl-containing cyclopentadiene-type compounds which can be used in making the metal-

30 locenes are disclosed in the aforementioned EP-A-0 512 554.

The metal, Me is selected from the group IV, VB, or VIB metals of the Periodic Table. The currently

preferred metals include titanium, zirconium, hafnium, chromium, and vanadium. The R" can be selected

from any suitable bridging structure. Typical examples include hydrocarbyl and heteroatom containing

alkylene radicals containing 1 to 20 carbon atoms, especially 2 to 20 carbon atoms; germanium: silicon;

35 phosphorus; boron; aluminum; tin; oxygen; nitrogen; and the like. The bridge can even be a cyclic

hydrocarbyl structure. Some examples include cyclopentylidene, adamantylidene, cyclohexenylidene,

cyclohexylidene, indenylidene, and the like. The R" bridge when hydrocarbyl can be aromatic in nature,

such as a phenyl substituted alkylene; however, the currently preferred modes employ aliphatic alkylene

bridges. The currently most preferred bridges are hydrocarbyl or heteroatom containing alkylene radical

40 having 1 to 6 carbon atoms. In an especially preferred embodiment k is equal to the valence of Me minus 2.

The substituents R can be selected from a wide range of substituents. In the preferred embodiments

the substituents R are each independently selected from halides or hydrocarbyl radicals having 1 to 20

carbon atoms. In a particularly preferred embodiment, the hydrocarbyl radicals R are alkyl, aryl, or arylalkyl

radicals. More preferably the alkyl R radicals have 1 to 5 carbon atoms.

45 Each Q is a hydrocarbyl radical such as, for example, aryl, alkyl, alkenyl, alkaryl, or arylalkyl radical

having from 1 to 20 carbon atoms, hydrocarbyloxy radicals having 1 to 20 carbon atoms, or halogen.

Exemplary Q hydrocarbyl radicals include methyl, ethyl, propyl, butyl, amyl, isoamyl, hexyl, isobutyl, heptyl,

octyl, nonyl, decyl, cetyl, 2-ethylhexyl, phenyl, and the like. Exemplary halogen atoms include chlorine,

bromine, fluorine, and iodine and of these halogen atoms, chlorine is currently preferred. Exemplary

so hydrocarboxy radicals include methoxy, ethoxy, propoxy, butoxy, amyloxy, and the like.

Illustrative, but non-limiting examples of unbridged metallocenes falling within the scope of the above

formula include bis(1 -methyl fluorenyl) zirconium dichloride, bis(1 -methyl fluorenyl) zirconium dimethyl, bis-

(1 -methyl fluorenyl) hafnium dichloride, bis(1-t-butyl fluorenyl)zirconium dichloride, bis(2-ethyl fluorenyl)

zirconium dichloride, bis(4-methyl fluorenyl)zirconium dichloride, bis (4-methyl fluorenyl)hafnium dichloride,

55 bis(2-t-butyl fluorenyl) zirconium dichloride, bis(4-t-butyl fluorenyl)zirconium dichloride, bis(2,7-di-t-butyl

fluorenyl)zirconium dichloride, bis(2,7-di-t-butyl-4-methyl fluoreny!)zirconium dichloride, and the like.

Illustrative, but non-limiting examples of metallocenes containing bridged fluorenyl ligands include for

example (1,1-difluorenylmethane)zirconium dichloride, (1 ,2-difluorenyl)ethane zirconium dichloride, (1,3-
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difluorenylpropane)zirconium dichloride, (1 ,2-difluorenylethane)hafnium dichloride, (1 ,3-difluorenylpropane)-

hafnium dichloride, (1-fluorenyl-2-methyl-2-fluorenylethane)zirconium dichloride, dimethylsilyldifluorenyl zir-

conium dichloride, (1,2-di(1 -methyl fluorenyl)ethane)zirconium dichloride, (1 ,2-di(1 -methyl fluorenyl) ethane)

hafnium dichloride, (1 ,2-di(2-ethyl fluorenyl)ethane)zirconium dichloride, (1 ,2-di(2-t-butyl fluorenyl)ethane)-

5 zirconium dichloride, (1 ,2-di(2-t-butyl fluorenyl)ethane)hafnium dichloride, (1,2-di(1-t-butyl fluorenyl)ethane)

zirconium dichloride, (1 ,2-di(4-methyl fluorenyl) ethane) zirconium dichloride, (1 ,2-di(4-methyl fluorenyl)-

ethane) hafnium dichloride, (1 ,2-di(4-t-butyl fluorenyl)ethane) zirconium dichloride, 1 -(fluorenyl)- 1-(cyclopen-

tadienyl)methane zirconium dichloride, 1-(fluorenyl)-1-(cyclopentadienyl)methane hafnium dichloride, 1-(2,7-

di-t-butyl fluorenyl)-1-(cyclopentadienyl)methane zirconium dichloride, 1-(fluorenyl)-2-(cyclopentadienyl)-

70 ethane zirconium dichloride, (1-fluorenyl-2-(3-methyl cyclopentadienyl)ethane)zirconium dichloride, (1-

fluorenyl-2-indenyl ethane)zirconium dichloride, (1-fluorenyl-2- indenyl ethane)hafnium dichloride, (1-

fluorenyl-2-methyl-2-indenyl ethane)zirconium dichloride, (1-fluorenyl-2-methyl-2-indenyl ethane)hafnium di-

chloride, (bis-fluorenylmethane)vanadium dichloride, (1,2-difluorenyl ethane)vanadium dichloride, (1-

fluorenyl-1-cyclopentadienyl methane) zirconium trichloride, (1-fluorenyl-2-methyl-2-(3-methyl cyclopen-

75 tadienyl)ethane)zirconium dichloride, <1-(1 -methyl fluorenyl)-2- (4-methyl fluorenyl)ethane)zirconium dichlo-

ride, (1-(2,7-di-t-butyl fluorenyl)-2-(fluorenyl)ethane)zirconium dichloride, (1 ,2-di(2,7-di-t- butyl-4-methyl

fluorenyl)ethane)zirconium dichloride, (1 -(2,7-dimethylvinyl fluorenyl)-l -(cyclopentadienyl)-l ,1 -dimethyl

methane)zirconium dichloride, which could also be called 1-(2,7-di-isopropenyl fluorenyl)-1-(cyc!open-

tadienyl)-1 ,1 -dimethyl methane) zirconium dichloride, 1-(2,7-dimesityl fluorenyl)- l-(cyclopentadienyl)-1, 1-

20 dimethyl methane) zirconium dichloride, 1-(2,7-dimethoxy fluorenyl)-l-(cyclopentadienyl)-1,l-diphenyl meth-

ane) zirconium dichloride, 1-(2,7-dimethoxy fluorenyl)-1-(cyclopentadienyl)-1,1 -dimethyl methane) zirconium

dichloride, 1-(2,7-diphenyl fluorenyl)-1-(cyclopentadienyl)-1 -phenyl methane) zirconium dichloride, 1-(2,7-

dibromo fluorenyl)-1-(cyclopentadienyl)-1 -methyl methane) zirconium dichloride, 1-(2,7-dimesityl fluorenyl)-

1- (cyclopentadienyl)cyclopentane) zirconium dichloride, l-(2,7 dimethylfluorenyl)-l-(cyclopentadienyl)

25 methane zirconium dichloride, 1-(2-7-diphenylfluorenyl)-1-(cyclopentadienyl) indanylidene zirconium dichlo-

ride, 1-(2,7-di-t-butyl fluorenyl)-l-(cyclopentadienyl) cyclopentylidene zirconium dichloride, 1-(2,7

dibromofluorenyl)-l-(cyclopentadienyl) methane zirconium dichloride, 1-{2,7-dimethylfluorenyl)-1-(cyclopen-

tadienyl))-1 ,
1 -dimethyl methane zirconium dichloride, and 1-{2,7 bis(dimethyl phenyl carbyl) fluorenyl)-1-

(cyclopentadienyl) diphenylmethane zirconium dichloride and the like.

30 Particularly preferred metallocene species include bridged and unbridged metallocenes containing at

least one substituted fluorenyl radical, i.e., there is at least one RRn wherein n is 1 to 7. In an especially

preferred embodiment bridged fluorenyl compounds of the formula (HRn)R"(CpRm) are used wherein Fl, R,

R", and m are as defined above, and where n is 1 to 7, most preferably 1 to 4, and especially 2.

Another particularly preferred type of metallocenes are bridged metallocenes containing at least one

35 symmetrically substituted fluorenyl radical. The term symmetrically substituted as used herein refers to

fluorenyl radical having substituents on opposite portions of the fluorenyl radical, such as for example 2,7-

dialkylfluorenyl; 2,7-dicycloalkenylfluorenyl; 3,6-dialkylfluorenyl; 2,7-dihalo fluorenyl; 2,7-diarylfluorenyl; 1,8-

dialkylfluorenyl; 4,5-dialkylfluorenyl; 2,7-diarylalkylfluorenyl; and the like. Most preferably the substituents on

the fluorenyl are the same. The currently preferred alkyl substituents have 1 to 20 carbon atoms, more

40 preferably 1 to 6 carbon atoms, and most preferrably 1 to 4 carbon atoms. The currently most preferred

halide substituents are chloride, iodide, and bromide. Examples of aryl substituents include those having 6

to 20 carbon atoms, with those having 6 to 10 carbon atoms generally more preferred. Likewise the arylalkyl

substituents can contain 7 to 20 carbon atoms, more commonly 7 to 10 carbon atoms. It should he

recognized that in certain instances if the bridge and the substituents on the fluorenyl are particularly bulky

45 it may be difficult to prepare the ligand, the dialkyl salt, or the metallocene.

The inventive metallocenes as well as related metallocenes can be prepared by reacting an alkali metal

salt of the bridged fluorenyl compounds with a suitable transition metal compound in a suitable solvent

under suitable reaction conditions.

Techniques for preparing the bridged ligands are disclosed in EP-A-0 512 554 and the aforementioned

50 U.S. Patent application Serial No. 08/064,630 and 07/984,054. Methylene bridged ligands can be made by

using 6 or 6,6 substituted fulvenes. Examples of fulvene reactions are disclosed in U.S. Patent No.

4,892,851 and in J. Organomet. Chem. 435 , 299-310 (1992). In general the technique involves reacting an

alkali metal salt of the 2,7-substituted fluorene with the selected fulvene type compound. The 6,6-diphenyl

fulvenes can be prepared by reacting a suitable aryl bromide, i.e. phenyl bromide, p-tolyl bromide, p-

55 fluorophenyl bromide, or p-t-butylphenyl bromide, with magnesium to form a Grignard reagent, which is

hydrolyzed. Then the dropwise addition of methyl formate results in the formation of the diarylcarbinol. The

diarylcarbinol can then be oxidized smoothly to give the corresponding substituted benzophenone, prefer-

ably using sulfuric acid and chromic acid. The resulting substituted benzophenone can then be reacted with

4
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cyclopentadiene in ethanol containing sodium to yield the 6,6-substituted fulvene.

A variation of this technique involves the production of indanyl fulvene (which can also he called

indanylidene fulvene) by reacting 1-indanone with cyclopentadiene in the presence of ethanol and sodium

ethoxide. The indanyl fulvene is particularly useful in that it can be reacted with the alkali metal salt of a

5 fluorene compound to yield an indanyl bridged fluorenyl cyclopentadienyl compound. An example would be

1 -(2,7-diphenylfluorenyl)-1 -(cyclopentadienyl) indanylidene.

The symmetrically substituted fluorenyl compounds needed to make the bridged ligands can be

prepared using procedures generally known in the prior art. Some particularly desirable techniques for

forming certain of the substituted fluorenyl compounds will be described in further detail in what follows.

io The term transition metal compound as used herein includes compounds of the formula MeQk wherein

Me, Q, and k are as defined above. Some non-limiting examples include zirconium tetrachloride, hafnium

tetrachloride, titanium tetrachloride, cyclopentadienyl zirconium trichloride, fluorenyl cyclopentadienyl zirco-

nium dichloride, 3-methylcyclopentadienyl zirconium trichloride, indenyl cyclopentadienyl zirconium dichlo-

ride, 4-methyl fluorenyl zirconium trichloride, and the like.

75 Metallocenes in which Q is other than a halogen can be readily prepared by reacting the halide form of

the metallocene with an alkali metal salt of the hydrocarbyl or hydrocarbyloxy radical under conditions as

have been used in the past for forming such ligands in prior art metallocenes. See, for example, the

aforemention J. Org. Chem. 113, 331-339 (1976). Another approach involves reacting a compound of the

formula MeQk wherein at least one Q is hydrocarbyl or hydrocarbyloxy with the alkali metal salt of the

20 bridged or unbridged fluorenyl compound.

One embodiment of the present invention involves carrying out the reaction of the fluorenyl-containing

salt and the transition metal compound in the presence of a liquid diluent which is non-halogenated and

non-coordinating toward the transition metal compound. Examples of such suitable liquid include hydrocar-

bons such as toluene, pentane, or hexane as well as non-cyclic ether compounds such as diethylether. It

25 has been found that the use of such non-halogenated non-coordinating solvents generally allows one to

obtain large amounts of substantially pure metallocenes and in a more stable form; and also often allows

the reaction to be conducted under higher temperature conditions, than when THF is used as the diluent. In

an especially preferred embodiment the fluorenyl-containing salt used as a ligand is also prepared in a

liquid diluent that is non-halogenated and non-coordinating toward the transition metal.

30 The formation of the alkali metal salt of the bridged or unbridged fluorenyl compound can be formed

using generally any technique known in the art. For example, such can be prepared by reacting an alkali

metal alkyl with the cyclopentadienyl type compounds or the bridged compounds having two cyclopen-

tadienyl-type radicals per molecule. The molar ratio of the alkali metal alkyl to the cyclopentadienyl type

radicals present can vary, generally however, the ratio would be in the range of about 0.5/1 to about 1 .5/1

,

35 still more preferably about 1/1. Typically, the alkali metal of the alkali metal alkyl would be selected from

sodium, potassium, and lithium, and the alkyl group would have 1 to 8 carbon atoms, more preferably 1 to 4

carbon atoms. Preferably, if the fluorenyl salt is formed using tetrahydrofuran (THF) as the liquid solvent,

the salt is isolated and substantially all of the THF is removed before the salt is contacted with the transition

metal halide. The molar ratio of the bridged or unbridged fluorenyl compound to the transition metal

40 compound can vary over a wide range depending upon the results desired. Typically, however, when an

unbridged fluorenyl compound is used, the molar ratio of the unbridged fluorenyl compound to the transition

metal compound is in the range of from about 1 to 1 to about 2 to 1 and when a bridged fluorenyl

compound is used the molar ratio of the bridged fluorenyl compound to the transition metal compound is

about 1 to 1

.

45 The resulting metallocene can he recovered and purified using conventional techniques known in the art

such as filtration, extraction, crystallization, and re-crystallization. It is generally desirable to recover the

metallocene in a form that is free of any substantial amount of by-product impurities. Accordingly,

recrystallization and fractional crystallization to obtain relatively pure metallocens is desireable. Dich-

loromethane has been found to be particularly useful for such recrystallizations. As a general rule, it has

so been found that the metallocenes based on unbridged fluorenyl compounds are less stable than the

metallocene compounds formed from bridged fluorenyl compounds. Since the stability of the various

metallocenes varies, it is generally desirable to use the metallocenes soon after their preparation or at least

to store the metallocene under conditions favoring their stability. For example the metallocenes can

generally be stored at low temperature, i.e. below 0 " C in the absence of oxygen or water.

55 The resulting fluorenyl containing metallocenes can be used in combination with a suitable co-catalyst

for the polymerization of olefinic monomers. In such processes the metallocene or the co-catalyst can be

employed on a solid insoluble particulate support.
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carbon to form 4,5-dimethylfluorene

using an ether/aqueous carbonate solution Th= r-~.
°y prooucts are separated by extraction
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Examples

Example I

45

Preparation of 1-bromo-2-(fiuorenyl)ethane

50

55
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°

h T'
0"' Atter 006 h°Ur

'
,his

within 2 hours. Then the reaction mixture was freated wl 2n f
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solution was concentrated to about Z/ «*!T ^

e
,
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Example II

Reactions similar to that set forth in Example I have been carried out substituting other dihalo alkylenes

for 1,2-dibromo ethane. Examples include 1 ,3-dibromopropane, 1,2-di-bromomethane, 1 ,2-dibromo-2-methyl

5 ethane, and dichloromethane. The corresponding fluorenyl alkyl halides were obtained.

Example HI

Cyclopentadiene was reacted with butlyl lithium in tetrahydorofuran to yeild cyclopentadienyl lithium. A

w solution of 0.002 m cyclopentadienyl lithium in 150 ml of tetrahydrofuran at (-40 degrees C) and a solution

of 1-bromo-2-(fluorenyl) ethane in 50 ml of THF were mixed togeter at room temperature. Then 10 ml of

hexamethyl phosphine triamide (HMPT) was added. After three hours strirring at room temperature, this

solution was washed with 50 ml of aqueous NH4CI solution, then washed with 50 ml of water, and then the

organic phase was dried over Na2S04. The solvent was removed in vacuo. The resulting 1 -(fluorenyi)-2-

T5 cyclopentadienyl ethane can be purified by dissolving in pentane and then cyrstallizing. The product was

characterized by mass spectroscopy and gas chromatography.

Example IV

20 Reactions similar to that set forth in Example III were carried out substituting other fluorenyl bromo

alkanes for the fluorenyl bromo ethanes. Examples of the other bromo alkanes used included 1 -fluorenyl-3-

bromo propane, l-(2,7-di-tert-butyl fluorenyl)-l -bromo methane, and 1-methyl-2-fluorenyl-l -bromo ethane.

The corresponding alkyl bridged fluorenyl-cyclopentadienyl compounds were obtained. Also using a

reaction similar to that of Example III but without the HMPT 2,7,-di-tert-butyl fluorene was substituted for

25 cyclopentadiene. The product 1-(2,7-di-tert-butyl fluorenyl)-2-fluorenyl ethane was recovered.

Example V

A number of fluorenyl-containing metallocenes were prepared using either diethyl ether or toluene as a

30 solvent.

When diethyl ether was used as a solvent, about 1 millimole of the respective bridged or unbridged

fluorenyl compound was dissolved in 200 milliliters of ether. Then 1.6 molar methyllithium in diethyl ether

was added to the solution to provide 1 millimole of methyllithium for each millimole of cyclopentadienyl-

type radical. (An exception would be in the case in which it was desired to produce a mono-valent salt of a

35 bridged fluorenyl compound. In such a case then only about 0.5 millimole of methyl lithium would be used

for each millimole of cyclopentadienyl-type radicals.) The reaction mixture was stirred until no additional

methane gas was evolved. This was done at room temperature. Next the transition metal halide was added

in small portions to the solution of the fluorenyl salt. The amount of transition metal was about 0.5

millimoles when the fluorenyl compound was a monovalent salt and about 1 millimole when the fluorenyl

40 compound was a divalent salt. The resulting solution was typically stirred for an additional 30 minutes and

then concentrated to about 50 milliliters and filtered. The orange to red-colored solids remaining on the filter

plate were dissolved in dichloromethane and the resulting solution was concentrated and recrystaliized,

generally at about -78 • C.

In the runs prepared using toluene as the solvent, about 1 millimole of the bridged or unbridged

45 fluorenyl compound was mixed in 250 milliliters of toluene. This was combined with methyllithium (1.6

molar in diethyl ether) in an amount sufficient to provide 1 millimole of methyllithium for the unbridged

compounds and 2 millimoles of the methyllithium for the bridged fluorenyl compounds. (Again the exception

discussed in the previous paragraph also applies.) Then the reaction mixture was heated at reflux until no

more methane gas was being released. The solution was then allowed to cool to room temperature. The

so transition metal halide was then slowly added to the solution. Again, about 0.5 millimoles of transition metal

compound was employed with the divalent fluorenyl salts and about 1 millimole was employed with the

monovalent fluorenyl salts. The suspension was then stirred for about 30 minutes. The solution was then

concentrated to about 50 to 75 milliliters and filtered. The orange to red solids on the filter plate were

dissolved in dichloromethane and the resulting solution was concentrated and cooled to -78 'C to obtain the

55 metallocene as a solid precipitate.

Procedures of those general types have been used to prepare the following metallocenes:

(1,2-difluorenyl ethane) zirconium dichloride; (1-fluorenyl-2-indenylethane) zirconium dichloride and

hafnium dichloride; (1-fluorenyl-1 -cyclopentadienyl methane)zirconium dichloride; (1-fluorenyl-1-cyclopen-

9
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Calorimetry; molecular weights by size exclusion chromatography, i.e. weight average molecular weight

referred to herein as Mw and number average molecular weight referred to herein as Mn; heterogenity

index determined by dividing Mw by Mn. The (SEC) size exclusion chromatography was conducted using a

linear column capable of resovling the wide range of molecular weights generally observed in polyolefins,

5 such as polyethylene. The SEC used a 1,2,4-trichlorobenzene solution of the polymer at 140°C. The

intrinsic viscosity was calculated from the SEC using the Mark-Houwink-Sakrada constants, i.e. k-MWa
in

deciliters/gram, referred to in the following tables as IV. Unless indicated otherwise the conditions employed

for characterizing the various properties were the same for each polymer evaluated. In some cases infrared

and 13C NMR spectra were taken of the polymer. The NMR spectra were conducted on a 1,2,4-

70 trichlorobenzene solution of the polymer. The base standard in the NMR spectra was 0 ppm based on

tetramethylsilane.

Example VI

75 Ethylene Polymerization With (1,2 difluorenylethane) zirconium dichloride

A number of polymerization runs were conducted to evaluate the effectiveness of (1 ,2-difluorenylethane)

zirconium dichloride as a catalyst for the polymerization of ethylene both alone and with a comonomer. The

various polymerization variables and the results are summarized in the following Table. The value reported

20 for comonomer when used in all the following tables refers to grams of the comonomer. also yield is in

grams.

25

35

40

45

50

55
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The table demonstrates that the fluorenyl-containing metallocene is capable of producing polymers of

55 ethylene having a wide range of properties. In the absence of hydrogen the polymer was a very high

molecular weight material as evidenced by the low HLMI, i.e. High Load Melt Index. The data further

demonstrates that copolymerization of ethylene and hexene can result in lower density polymers.
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Example VII

Ethylene Polymerization with Various Bridoed Fl„nrfinul Mgtgllgcengs

vaC«^ a,so conduc

r usin9 other brid9ed
•

the previous Table are^ """"" " ,0"0Win9 T** RunS 4 and 5 '™
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CataLs, r I
demonstates that O-fluorenyl-2-indeny. ethane) zirconium dichloride. i.e Catalyst B, and

ZT .'• i

'u°renyM -cycl°P°"tedienyl methane) zirconium dichloride are also suitable for thepoymenzat,on of ethylene. Catalyst C gave a higher molecular weigh, material as indicated by the HLMI

hexene. The particular copolymer produced in this run is particularly unusual in that in contained 12 4 mole
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percent comonomer and a relative comonomer dispersity of 105.9. The mole percent comonomer and

relative comonomer dispersity were determined from NMR spectroscopy using the technique disclosed in

U.S. 4,522,987, the disclosure of which is incorporated herein by reference. Such a polymer can be referred

to as a low density super random copolymer, i.e. a polymer having a super random distribution of the

comonomer.

Example VIII

Propylene Polymerization With Various Fiuorenyl Metallocenes

A number of polymerizations of propylene were conducted using various fluorenyl-containing metal-

locenes. The reaction variables and the results are summarized in the following Table.

15



EP 0 666 267 A2

MMIONtONNIOIOHMPHP

oooooo* ooooooo

Ln M M H M M
CO (O Oi (-•>-» t—» t-4 OJ

N) In Ln On ON W

H p H H N W H-»Z H» LO Z 2SOOOOLnLnOO:>LnO« 5>->

H1 W 00 ^
00 O N> On
to o

I I I I I

I I I I

50

ON ON ON Ln 0> ON ON ON L0 (-*•

o o o o O o o O o O
me

*<
NO ro •*> ro L0 H-

Ln u> o -j ON o L0 L0 On
Ui o o (-» O O t—

•

CL

«: M Ln *> VO
1 1 I 1 i tn Tj

X ON ON On

A O O o O t>O fl>

00 00 CD 00 3
I 1 O0 1 *0 00 Co OO W

«-J ro *> M-
4> NO ro LO rt
o *<!

Ln «-j 00 00
NO NO L0 X

1 1 1 1 4>
0s 00 LO LO o

u>

N3 ro ro LO X
1 r t

i—

»

L0 LO ON

O o o O O
1 t 1 i Ln 1 00 00 <

Ln ro L0 ON 00

a
CO

NO VO vo NO VO o
LO oo 00 ro On

• 1 t i c
i> Ln >— j> On cr

»—

•

(0
w

EE
h-

'

h-» h-*

*-> L0 LO L0 L0
1 1 i i -J> L0 ro

00 On On On

3

H
CD

3
T3

a
Co

r+

H
CD

a*

Table II! demonstrates that Catalyst C, i.e. (1-fluorenyl-1-cyclopentadienyl methane) zirconium dichlo-

55 ride, can be used to produce a polymer from propylene. The data in runs 15-17 shows that the

polypropylene is highly crystalline as demostrated by the heptane insolubles values. It is believed that the

polymer contains high levels of syndiotactic molecular structure.
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Run 20 demonstrates that Catalyst D, i.e. (1 ,2-di(2-tert butyl fluorenyl)ethane) zirconium dichloride can

be used to produce a crystalline polypropylene.

Run 21 demonstrates that Catalyst E, i.e. the unbridged metallocene bis(2,7-di-tertbutyl-4-methyl

fluorenyl) zirconium dichloride, produced only a small amount of solid polypropylene at 60 *C. Run 22

5 shows that Catalyst E was not particularly effective at all at 23.4 • C.

Run 23 and 24 employed a non-sandwich bonded metallocene, i.e. a metallocene in which only one of

the cyclopentadienyl-type radicals was bonded to the transition metal. The catalyst produced only about 3

to 5 grams grams of solid polymer along with about 45 to 55 grams of low molecular weight propylene

soluble polymer. Unless indicated otherwise by the formula or other means, all the bridged metallocenes

10 referred to herein are sandwich bonded.

Run 26 employed the bridged metallocene (1 -fluorenyl -2-indenyl ethane) zirconium dichloride. Al-

though this catalyst yielded 460 grams of solid polymer 94.4 weight percent of the polymer was a low

molecular weight xylene soluble polymer. Similarly, the bridged metallocene (1-fluorenyl-2-methyl-2-indenyl

ethane) zirconium dichloride in Run 27 yielded 82 grams of solid, 88 weight percent of which was low

T5 molecular weight xylene soluble material.

Runs 28 and 29 employed bridged metallocenes based on 1,2-difluorenyl ethane. Both the zirconium

and the hafnium metallocenes yielded solid polypropylene.

Example IX

20

Catalyst C, i.e. (1-fluorenyl-1-cyclopentadienyl methane) zirconium dichloride. was evaluated as a

catalyst for the polymerization of 4-methyl-1-pentene. The amount of the metallocene employed was 5 mg.

The polymerization was conducted in the presence of hydrogen with the differential pressure of the

hydrogen being 25. The polymerization temperature was 120*C and the length of the polymerization was 2

25 hours. The polymerization resulted in the production of 96.7 grams of a solid having a weight average

molecular weight of 33.330; a heterogenity index of 1.8; and a calculated intrinsic viscosity of 0.12. About

92 weight percent of the solid was insoluble in boiling heptane. The polymer had a melting point of

197.9 'C. A 13C NMR spectrum was taken of the polymer as recovered, i.e. without heptane solubles

removed, and it indicated that the polymer contained a substantial amount of syndiotactic functionality. A
30 copy of the 13C NMR spectrum is provided in Figure 1. Significant peaks were observed at about 22.8, 24.8,

26, 31.8, 42.8, 43.1, 46.1, and 46.2 ppm. The intensity of the peak at 43.1 ppm has greater than 0.5 of the

total peak intensities in the range of 42.0 and 43.5 ppm. The peak at about 46.2 ppm had a greater intensity

than any peak between the major peaks at 46.1 and 43.1 ppm. Further, the peak at about 42.8 ppm had a

greater intensity than any peak between the major peaks at 46.1 and 43.1 ppm. These peak locations are

35 relative to a peak of zero ppm for tetramethylsilane.

Example X

Under conditions substantially as used in Example VIII, a run was carried or attempting to polymerize 4-

40 methyl-1-pentene with Catalyst A, i.e. the bridged catalyst (1,2-difluorenyl ethane) zirconium dichloride. In

this case 7 mg of the catalyst was employed and 180 grams of solid atactic wax-like polymer was obtained.

A similar run was conducted substituting the unbridged metallocene, bis(2-methylfluorenyl) zirconium

dichloride for Catalyst A in the polymerization of 4-methyl-1-pentene.

In this run 5 mg of the metallocene was used and 9.7 grams of solid polymer was recovered. Two samples

45 of the polymer were subjected to heptane extraction. The extraction gave heptane insoluble values of 54.8

and 68.8. The catalyst was thus not as active as either the bridged Catalyst mentioned in the proceding

paragraph or bridged Catalyst A.

Example XI

50

Polymerizations were carried out to compare the effects of different metallocenes on the polymerization

of propylene. The polymerizations were conducted under particle form conditions using propylene as the

diluent. The metallocene was used in conjunction with methylaluminoxane cocatalyst. Polymerizations were

conducted both with and without hydrogen. Each polymerization involved weighing a metallocene in a dry

55 box and dissolving it in a 10% solution of methylaluminoxane and toluene obtained from Schering AG. The

aluminum to zirconium molar ratio was 1,000/1. The charge order was metallocene/MAO, 15 psi hydrogen

as measured as the pressure dropped on a 300 cc cylinder (when used), and two-thirds of a gallon of liquid

propylene. After heating these materials to 70 • C, the content of the reactor was stirred at that temperature
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for one hour. The polymerization was then terminated by venting off surplus propylene. The polymer was

recovered, dried and weighed to determine the yields. The results are summarized in Table IV.
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Runs 30-33 are control run employing unsubstituted fluorenyl-containing metallocenes. The table shows

that all the fluorenyl metallocened produced highly syndiotactic polypropylene.

18



EP 0 666 267 A2

In the table, the letter A after the metallocene refers to runs made with hydrogen and the letter B after

the metallocene structure refers to runs made without hydrogen. With the exception of the metallocene

used in Runs 40 and 41 , all the metallocenes produced a very unusual effect in that the polymers produced

without hydrogen had a lower molecular weight than those produced with hydrogen. A polypropylene

5 produced with (2,7-dimethylfluorenyl)(cylcopentadienyl) dimethylmethane zirconium dichloride in Runs 34

and 35 produced a polymer having slightly higher molecular weight than those produced under the same
conditions with the two control metallocenes.

The metallocene (2,7-di-butylfluorenyl)(cyclopentadienyl) dimethylmethane zirconium dichloride of Runs

36 and 37 was a much more active catalyst than the comparable control catalyst of Runs 32 and 33 which

w had no substituents on the fluorenyl portion. The inventive catalyst of Runs 36 and 37 also produced a

higher level of syndiotacticity than the control catalyst of Runs 32 and 33.

The metallocene (2,7-di-phenylfluorenyl)(cyclopentadienyl) dimethylmethane zirconium dichloride of

Runs 38 and 39 was somewhat less active than the catalyst of Runs 37 and 38; however, it did result in a

higher molecular weight polymer. However, the percent r, i.e. racemic content was somewhat higher than

75 that obtained with the control catalyst of Runs 32 and 33.

The metallocene (2,7-di-phenylfluorenyl)(cyclopentadienyl) diphenylmethane zirconium dichloride pro-

duced a remarkably much higher molecular weight polymer than any of the other metallocenes in the study.

The metallocene (2,7-dibromofluorenyl)(cyclopentadienyl) dimethylmethane zirconium dichloride of

Runs 42 and 43 gave the lowest percent syndiotacticity for those tested. The polymer also had a much
20 higher melt flow and a lower molecular weight

The metallocene (2,7-di-t-butylfluorenyl)(cyclopentadienyl) diphenylmethane zirconium dichloride of

Runs 44 and 45 is particularly interesting in that the addition of 15 psi hydrogen increased the activity of the

catalyst about 39 fold without causing much change in the molecular weight of the polymer. This catalyst is

also of particular interest in that most of the polymer produced was in the form of spherical particles. This is

25 particularly surprising since the polymerizations were conducted with a homogeneous, i.e. soluble catalyst

system, without the presence of any support.

Claims

30 1. A metallocene of the formula R"(FIRn)(CpRm)MeQ k wherein Fl is a fluorenyl radical, Cp is a cyctopen-

tadienyl, indenyl, tetrahydro indenyl, or fluorenyl radical, each R is the same or different and is a halide

or an organo radical having 1 to 20 carbon atoms, R" is a Ci to C20 hydrocarbyl structural bridge

linking (FIR n) and (CpRm ), Me is a metal selected from IVB, VB, and VIB metals of the Periodic Table,

each Q is the same or different and is selected from hydrocarbyl or hydrocarbyloxy radicals having 1 to

35 20 carbon atoms and halogen, k is a number sufficient to fill out the remaining valences of Me, n is a

number in the range of 2 to 7, and m is a number in the range of 0 to 7.

2. A metallocene according to claim 1, wherein (FIRn) is a symmetrically substituted fluorenyl radical and

n is 2.

40

3. A metallocene according to claim 1 or 2, wherein Me is selected from Ti, Zr, and Hf, in particular

wherein Me is Zr.

4. A metallocene according to any of the preceding claims, wherein Cp is selected from cyclopentadienyl

45 and indenyl radicals.

5. A metallocene according to any of the preceding claims, wherein m is 0.

6. A metallocene according to any of the preceding claims, wherein R is a cycloalkyl, a cycloalkenyl, an

50 aralkyl, or an aromatic radical, in particular a phenyl radical.

7. A metallocene according to any of the preceding claims, said metallocenes being selected from:

(1-(2,7-dimethyl fluorenyl)-l -cyclopentadienyl-1 ,1 -dimethylmethane) zirconium dichloride;

(1-(2,7-diphenyl fluorenyl)-1 -cyclopentadienyl-1 J -diphenylmethane) zirconium dichloride;

55 (1 -(2,7-diphenyl fluorenyl)- 1 -cyclopentadienyl-1 ,1 -dimethylmethane) zirconium dichloride;

(1-(2,7-dibromofluorenyl)-1-cyclopentadienyl-1 ,1 dimethylmethane) zirconium dichloride;

(1 ,(2,7-dibromofluorenyl)-1 -cyclopentadienyl-1, 1 -diphenylmethane) zirconium dichloride;

(l-(2,7-dichlorofluorenyl)-l-cyclopentadtenyl-1,l -diphenylmethane) zirconium dichloride;

19
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(1 -(2,7-dichlorofluorenyl)-1 -cyclopentadienyl-1 ,1 -dimethylmethane) zirconium dichloride;

(1-(2,7-dimethylvinyl fluorenyl)-1 -cyclopentadienyl-1, 1 -dimethylmethane) zirconium dichloride;

(1-(2,7-dimesityl fluorenyl)-1 -cyclopentadienyl-1 ,1 -dimethylmethane) zirconium dichloride;

(1-(2,7-dimethoxy fluorenyl)-1 -cyclopentadienyl-1, 1-diphenylmethane) zirconium dichloride;

(1-(2,7-dimethoxy fluorenyl)-1-cyclopentadieny 1-1,1 -dimethylmethane) zirconium dichloride;

(1-(2,7-diphenyl fluorenyl)-1 -cyclopentadienyl-1 -phenylmethane) zirconium dichloride;

(1-(2,7-dibromofluorenyl)-1 -cyclopentadienyl-1 -methylmethane) zirconium dichloride; and

(1-(2,7-dimesityl fluorenyl)-l-(cyclopentadienyl) cyclopentane) zirconium dichloride.

8. A metallocene according to any of the preceding claims, wherein R" is the divalent methylene radical

-CR'2", wherein each R' is the same or different and selected from methyl, phenyl, and hydrogen

radicals, with the further proviso that at least one R' is hydrocarbyl.

9. A metallocene according to claim 8, said metallocene being selected from

(1-(2,7-diphenyl fluorenyl)-1 -cyclopentadienyl-1, 1-diphenylmethane) zirconium dichloride,

(1-(2,7-diphenyl fluorenyl)-1 -cyclopentadienyl-1, 1 -dimethylmethane) zirconium dichloride.

(1-(2,7-dimethyl fluorenyl)-1 -cyclopentadienyl-1, 1 -dimethylmethane) zirconium dichloride.

10. A process for producing a syndiotactic poly-alpha-olefin comprising polymerizing a poly-alpha-olefin

having at least 3 carbon atoms under suitable conditions in the presence of a metallocene and a

suitable cocatalyst, said metallocene being selected from the metallocenes of any of claims 1 to 9, in

particular from

(1-(2,7-diphenyl fluorenyl)-1 -cyclopentadienyl-1, 1-diphenylmethane) zirconium dichloride,

(1-(2,7-diphenyl fluorenyl)-1 -cyclopentadienyl-1, 1 -dimethylmethane) zirconium dichloride,

(1-(2,7-di-t-butyl fluorenyl)-1-cyclopentadieny 1-1,1 -dimethylmethane) zirconium dichloride, and

(1 ,(2,7-dimethyl fluorenyl)-1-1 cyclopentadienyl-1 ,1 -dimethylmethane) zirconium dichloride.

11. A process for polymerizing an olefin comprising contacting said olefin under suitable polymerization

conditions with a catalyst system comprising a fluorenyl-containing metallocene of the type set forth in

claim 1 and a suitable cocatalyst such as an alkylaluminoxane, wherein said metallocene is selected

from:

(1 -(2,7-di-t-butyl fluorenyl)-1 -cyclopentadienyl-1 ,1 -dimethylmethane)

zirconium dichloride;

(1-(2,7-dimethyl fluorenyl)-1 -cyclopentadienyl-1, 1 -dimethylmethane) zirconium dichloride;

(1-(2,7-diphenyl fluorenyl)-1 -cyclopentadienyl-1, 1-diphenylmethane) zirconium dichloride;

(1 -(2,7-dibromofluorenyl)-1 -cyclopentadienyl-1 ,1 -dimethylmethane) zirconium dichloride;

(1-(2,7-diphenyl fluorenyl)-1 -cyclopentadienyl-1 ,1 -dimethylmethane) zirconium dichloride;

(1 -(2,7-dibromofluorenyl)-1 -cyclopentadienyl-1 ,1 -diphenylmethane) zirconium dichloride;

(1 -(2,7-dichlorofluorenyl)-1 -cyclopentadienyl-1 ,1 -diphenylmethane) zirconium dichloride;

(1-(2,7-diphenyl fluorenyl)-1-cyclopentadieny 1-1,1 -dimethylmethane) zirconium dichloride; and
(1 -(2,7-dichlorofluorenyl)-1 -cyclopentadienyl-1, 1 -dimethylmethane) zirconium dichloride.

12. A process according to claim 11, wherein F!R n and CpRm in said metallocene are different, (FIRn ) is

selected from 1.8-, 2,7-, 4,5- and 3,6-hydrocarbyl substituted radicals wherein each hydrocarbyl

substituent is the same and is either a cycloalkyl, a cycloalkenyl, an aralkyl, or an aromatic radical such

as phenyl.

13. A process for producing a symmetrically substituted organo fluorenyl, in particular a 2,7-disubstituted

organo fluorene, more particularly the 2,7-diphenyl fluorene, said process being the reaction of

comprising 2,7-diiodofluorene with a suitable Grignard reagent.

14. A process according to claim 13 carried out in the presence of a nickel phosphine catalyst.

15. The compound 2,7-bis(dimethylphenyl carbyl) fluorene.

16. The compound 2,7-dicyclohex-l-enylfluorene.

17. The compound 2,7-dicyclohexylfluorene.
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